
۱

ابوالقاسم عطائى نام و نام خانوادگى

استاد مرتبه علمى

--- آدرس محل کار

--- تلفن

--- فکس

aataie@ut.ac.ir پست الکترونيک

--- آدرس وب سايت

تحصيلات

1) کارشناسى, 1364, متالوژى ومواد, تهران

2) کارشناسى ارشد, 1366, متالوژى ومواد, تهران

3) دکترى, 1374, متالوژى ومواد, بيرهنگام

کتابهاى تاليفى

1) ابوالقاسم عطائى، سعيد شيبانى، غلامرضا خياطى و سعيد اسدى کوهنجانى. "آلياژسازى و فعالسازى مکانيکى، فناورى تهيه نانومواد." تهران:
انتشارات جهاد دانشگاهى، 1385.

2) ابوالقاسم عطائى، سعيد شيبانى ، غلامرضا خياطى و سعيد اسدى کوهنجانى . "آلياژ سازى و فعال سازى مکانيکى فناورى تهيه نانو مواد." :
سازمان انتشارات جهاد دانشگاهى، 1386.

مقالات چاپ شده در نشريات بينالمللى

1) Abolghasem Ataei, I R Harris , and C B Ponton . "Magnetic properties of hudrothermally synthesized strintium hexaferrite as a
function of synthesis conditions." JOURNAL OF MATERIALS SCIENCE 30, no. 6 (1995): 1224-1233.

2) C B Ponton , I R Harris , M R Piramoon , and Abolghasem Ataei. "Effect of hudrothermal synthesis environment on the particle
morphology chenistry and magnetic properties of barium hexaferrite." JOURNAL OF MATERIALS SCIENCE 30, no. 22 (1995): 5600-5606.

3) F M Ahmed , Abolghasem Ataei, and I R Harris . "HDDR behaviour of Nb - containing Nd−Fe−B near - stoichiometric alloys."
JOURNAL OF ALLOYS AND COMPOUNDS 237, no. 1-2 (1996): 93-100.

4) Abolghasem Ataei, C B Ponton , and I R Harris . "Heat treatment of strontium hexaferrite powder in nitrogen, hydrogen and carbon
atmospheres: a novel method of changing the magnetic properties." JOURNAL OF MATERIALS SCIENCE 31, no. 20 (1996): 5521-5527.

5) F.m Ahmed, Abolghasem Ataei, A.j. Williams, and I.r. Harris. "Effect of niobium on the HDDR behaviour of near-stoichiometric NdFeB
alloys." JOURNAL OF MAGNETISM AND MAGNETIC MATERIALS 157, no. 158 (1996): 59-60.

6) Abolghasem Ataei, and Saeid Heshmati Manesh. "Synthesis of ultra - fine particles of strontium hexaferrite by a modified co -
precipitation method." JOURNAL OF THE EUROPEAN CERAMIC SOCIETY 21, no. 10-11 (2001): 1951-1955.

7) Abolghasem Ataei, Saeid Heshmati Manesh, and H Kazempour . "Synthesis of barium hexaferrite by the co - precipitation method
using acetate precursor." JOURNAL OF MATERIALS SCIENCE 37, no. 10 (2002): 2128-2125.

8) Amin Mali , and Abolghasem Ataei. "Influence of the metalnitrates to citric acidmolarratio on the combustionprocess and
phaseconstitution of bariumhexaferriteparticlesprepared by sol–gelcombustionmethod." CERAMICS INTERNATIONAL 30, no. 7 (2004):
1979-1983.

9) Amin Mali , and Abolghasem Ataei. "Influence of Fe / Ba molar ratio on the characteristics of Ba - hexaferrite particles prepared by
sol - gel combustion method." JOURNAL OF ALLOYS AND COMPOUNDS 399, no. 1,2 (2005): 245-250.

10) A Mali , and Abolghasem Ataei. "Structural characterization of nano - crystalline BaFe12O19 powders synthesized by sol - gel
combustion route." SCRIPTA MATERIALIA 53, no. 9 (2005): 1065-1070.

11) Kave Sheykhi Moghadam , and Abolghasem Ataei. "Synthesis of ultra - fine particles of BaFe12O19 by coprecipitation route using
chloride/nitrate precursors." Iranian Journal of Materials Science and Engineering 2, no. 4 (2006): 35-39.

12) Kaveh Sheikhi Moghaddam , and Abolghasem Ataei. "Role of intermediate milling in the processing of nano - size particles of barium
hexaferrite via co - precipitation method." JOURNAL OF ALLOYS AND COMPOUNDS 426, no. 1-2 (2006): 415-419.



۲

13) Abolghasem Ataei, and Seyyd Ehsan Zojaji . "Synthesis of barium hexaferrite nano particles via mechano - combustion route."
JOURNAL OF ALLOYS AND COMPOUNDS 431, no. 1-2 (2007): 336-331.

14) Rozbeh Nikkhah Moshaie , Abolghasem Ataei, and Seyed Ali Seyed Ebrahimi. "Processing of Nano - Structured Barium Hexaferrite
by Self - Propagating High Temperature Synthesis ( SHS ) Using Nitrate Precursor." JOURNAL OF ALLOYS AND COMPOUNDS 429, no.
1-2 (2007): 324-328.

15) Saeed Sheibani, Abolghasem Ataei, Saeid Heshmati Manesh, and Golam Reza Khayati . "Structural evolution in nano - crystalline Cu
synthesized by high energy ball milling." MATERIALS LETTERS 61, no. 14-15 (2007): 3204-3207.

16) Rozbeh Nikkhah Moshaie , Seyed Ali Seyed Ebrahimi, and Abolghasem Ataei. "Influence of Stoichiometry on Phase Constitution
Thermal Behavior and Magnetic Properties of Ba - Hexaferrite Particles Prepared Via SHS Route." MATERIALS SCIENCE AND
ENGINEERING A-STRUCTURAL MATERIALS PROPERTIES MICROSTRUCTURE AND PROCESSING 473, no. 1,2 (2008): 244-248.

17) Mehdi Honarvar Nazari Daneshjoo , Naser Ghasemi Rezve, Abolghasem Ataei, and Seyed Ali Seyed Ebrahimi. "Nanocrystalline
barium hexaferrite powders prepared by mechanical alloying using acetate precursor." Key Engineering Materials 368-372, no. 368-372
(2008): 610-612.

18) Naser Behmanesh , Saeid Heshmati Manesh, and Abolghasem Ataei. "Role of mechanical activation of precursors in solid state
processing of nano - structured mullite phase." JOURNAL OF ALLOYS AND COMPOUNDS 450, no. 1-2 (2008): 421-425.

19) M Montazeri Pour , and Abolghasem Ataei. "Synthesis of nano crystalline barium ferrite in ethanol/water media." JOURNAL OF 
MATERIALS SCIENCE & TECHNOLOGY 25, no. 4 (2009): 465-469.

20) Abolghasem Ataei, and Kave Sheikhi Moghadam . "Effects of Various Precursor Milling Process on the Characteristic of Nano -
Crytalline BaO6Fe2O3." AIP Conference Proceedings 1136, no. 1 (2009): 484-488.

21) Saeid Heshmati Manesh, Somaye Elmolhoda , and Abolghasem Ataei. "Effect of Al Content in Al / TiO2 Powder Mixture on
Formation of Phases in gamma - TiAl / Al2O3 Nano Composite Prepared by Mechanical Alloying." AIP Conference Proceedings 1136, no.
--- (2009): 627-631.

22) Mohammad Ja'far Molaei , Abolghasem Ataei, and Shahram Raygan. "Synthesis of magnetic nano - composite by partial reduction of
barium hexaferrite via high energy ball milling." Key Engineering Materials 434-435, no. --- (2010): 354-356.

23) Hamid Reza Emamian , Abbas Honarbakhsh Raouf , and Abolghasem Ataei. "Preparation of magnetic nano - composite: barium
hexaferrite loaded in the ordered mesoporous silica martrix ( MCM - 41 )." JOURNAL OF NANOSCIENCE AND NANOTECHNOLOGY 10,
no. 4 (2010): 2897-2900.

24) Saeid Heshmati Manesh, Abolghasem Ataei, and Saeed Sheibani . "In Situ Synthesis of Cu/Cr - Al2O3 Nano - Composite by
Mechanical Alloying and Heat Treatment." METALLURGICAL AND MATERIALS TRANSACTIONS A-PHYSICAL METALLURGY AND
MATERIALS SCIENCE 41, no. 10 (2010): 2606-2612.

25) Abolghasem Ataei, Kaveh Sheikhi Moghaddam , Seyed Farshid Kashani Bozorg, and Jafar Sargheini . "The effects of different milling
processes on the phase evolution of nanocrystalline barium hexaferrite." American Institute of Physics 1217, no. --- (2010): 1-10.

26) Mohammad Javad Molaei , Abolghasem Ataei, Shahram Raygan, and S J Picken . "Investigation on the Effects of Milling Atmosphere
on Synthesis of Barium Ferrite/Magnetite Nanocomposite." Journal of Superconductivity and Novel Magnetism 25, no. 2 (2011): 519-524.

27) Somayyeh A'lamol Hoda , Saeid Heshmati Manesh, Abolghasem Ataei, and Sheibani . "Effect of Nb and Nb2O5 additives on
mechano-thermal processing of TiAl/Al2O3 nano-composite." JOURNAL OF MATERIALS SCIENCE 46, no. 16 (2011): 5512-5518.

28) Ali Mohammad Hadian, Abolghasem Ataei, and Amin Rabiezadeh . "Mechano - chemical synthesis of TiB2 - Al2O3 nano - composite
by reaction between TiO2 B2O3 and Al." Advanced Materials Research 488-489, no. --- (2012): 955-959.

29) Mohammad Javad Molaei , Abolghasem Ataei, Shahram Raygan, Mohammad Reza Rahimipour , S J Picken , F D Tichelaar , E
Legarra , and F Plazaola . "Magnetic property enhancement and characterization of nano - structured barium ferrite by mechano -
thermal treatment." MATERIALS CHARACTERIZATION 63, no. --- (2012): 83-89.

30) Abolghasem Ataei, Amin Nozari, Saeid Heshmati Manesh, and Saeed Karimi. "processing of nano-structured ....." AIP Conference
Proceedings 1476, no. 1476 (2012): 382-385.

31) Amin Rabiey Zadh, Abolghasem Ataei, and Ali Mohammad Hadian. "Sintering of Al2O3 - TiB2 nano - composite derived from milling 
assisted sol - gel method." Int. Journal of Refractory Metals & Hard Materials -, no. 33 (2012): 58-64.



۳

32) Shoka Mahboubi, Anahita Rajabi, Abolghasem Ataei, Amin Nozari, and Saeed Sheibani. "Synthesis and Characterization of
Nano-crystalline Calcium Hexaferrite Particles by Mechano-Thermal Method." Journal of Superconductivity and Novel Magnetism 4, no.
26 (2013): 1353-1356.

33) , , Abolghasem Ataei, and Morteza Saghafi Yazdi. "Effect of Processing Parameters on the Mechanochemical Synthesis of 
Nanocrystalline Molybdenum Carbide." Int. Journal of Refractory Metals & Hard Materials 41, no. 41 (2013): 402-407.

34) Zoya Sadighi, Abolghasem Ataei, and . "Effects of heat treatment on the characteristics of mechano-thermally synthesized
nano-structured La0.8Ba0.2MnO3 powder." POWDER TECHNOLOGY 249, no. 249 (2013): 412-418.

35) Shaghayegh Gharegozloo, Hossein Abdizadeh, and Abolghasem Ataei. "Characterization of Ni-CNTs nanocomposites produced by
mechanical alloying." Advanced Materials Research 829, no. 829 (2013): 515-519.

36) Soheila Kharratian Khameneh, Mahmoud Heydarzadeh Sohi, Abolghasem Ataei, and Saeed Mehrizi. "Fabrication of CoFe/BaFe12O19
magnetic nanocomposite thin films by electrodeposition." Advanced Materials Research 829, no. 829 (2013): 332-336.

37) Mostafa Ahmadzade, Abolghasem Ataei, and Ebrahim Mostafavi. "Synthesis of nano-structured bismuth ferrite by mechano-thermal
route." Advanced Materials Research 829, no. 829 (2013): 722-726.

38) Sedighe Rashidi, and Abolghasem Ataei. "One-step synthesis of CoFe2O4 nano-particles by mechanical alloying." Advanced
Materials Research 829, no. 829 (2013): 747-751.

39) Hamid Akbari, and Abolghasem Ataei. "Investigation on phase evolution in the processing of nano-crystalline cobalt ferrite by
solid-state reaction route." Advanced Materials Research 829, no. 829 (2013): 767-771.

40) , , Abolghasem Ataei, Omid Mirzaee, and Hosain Bafti. "Fabrication of Nano Structure Ferrite Foam." Advanced Materials Research
829, no. 829 (2013): 678-692.

41) Ebrahim Mostafavi, Abolghasem Ataei, and Mostafa Ahmadzade. "Characterization of nano-structured multiferroic bismuth ferrite
produced via solid state reaction route." Advanced Materials Research 829, no. 829 (2013): 683-687.

42) Sara Torkan, Abolghasem Ataei, and Hossein Abdizadeh. "Investigation on phase evolution in mechanically alloyed nano-structured
Fe-Si system." Advanced Materials Research 829, no. 829 (2013): 703-706.

43) Issa Sobhani, Abolghasem Ataei, Mahdiye Ijavi, and Zoya Sadighi. "Synthesis of nickel/Ba-hexaferrite magnetic nano-composite via
mechanical alloying route." Advanced Materials Research 829, no. 829 (2013): 520-524.

44) Homan Sabarou, and Abolghasem Ataei. "Manipulating the structure and morphology of Cobalt-Boron nano-particles through a
chemical approach." Advanced Materials Research 829, no. 829 (2013): 762-766.

45) Saeed Sheibani, Saeid Heshmati Manesh, Abolghasem Ataei, , and J.m. Criado. "
SpinodaldecompositionandprecipitationinCu–Crnanocomposite." JOURNAL OF ALLOYS AND COMPOUNDS 587, no. 587 (2013): 670-676.

46) Pouya Amrollahi, Abolghasem Ataei, Amin Nozari, and Saeed Sheibani. "Synthesis and Characterization of CuNi Magnetic
Nano-particles by Mechano-thermal Route." Journal of Superconductivity and Novel Magnetism 27, no. 26 (2014): 481-485.

47) Zoya Sadighi, Abolghasem Ataei, and . "Synthesis of Nano-Structured La0.8Ba0.2MnO3 Perovskite via Mechano-Thermal Route."
METALS AND MATERIALS INTERNATIONAL 20, no. 1 (2014): 77-81.

48) Masood Asgari, Abolghasem Ataei, and Homan Sabarou. "Synthesis of BaCO3 Nano-particles Through a Polymer-Assisted
Precipitation Method." JOURNAL OF MATERIALS ENGINEERING AND PERFORMANCE 23, no. 3 (2014): 826-832.

49) Elham Kamali, Biao Zhang, Mahmoud Heydarzadeh Sohi, Abolghasem Ataei, and Jang-kyo Kim. "Sandwich-structured
graphene-NiFe2O4-carbon nanocomposite anodes with exceptional electrochemical performance for Li ion batteries." MATERIALS
CHEMISTRY AND PHYSICS 2, no. 2 (2014): 8314-8322.

50) Parisa Bakhshaei, Abolghasem Ataei, and Hossein Abdizadeh. "Effect of CNT addition on the characteristics of Cu-Ni/CNT
nanocomposite." Journal of Nanostructures 3, no. 3 (2014): 403-409.

51) Sara Torkan, Abolghasem Ataei, Hossein Abdizadeh, and Saeed Sheibani. "Effect of milling energy on reparation of nano-structured
Fe70Si30 alloys." POWDER TECHNOLOGY 267, no. 267 (2014): 145-152.

52) Mahsa Barzegar, and Abolghasem Ataei. "Investigation on solid solubility and physical properties of Cu-Fe/CNT nano-composite
prepared via mechanical alloying route." POWDER TECHNOLOGY 268, no. 268 (2014): 102-109.

53) , Ali Mohammad Hadian, and Abolghasem Ataei. "Synthesis and sintering of TiB2 nanoparticles." CERAMICS INTERNATIONAL 40,
no. 40 (2014): 15775-15782.



۴

54) Mostafa Ahmadzade, Abolghasem Ataei, and Ebrahim Mostafavi. "The effects of mechanical activation energy on the solid-state
synthesis process of BiFeO3." JOURNAL OF ALLOYS AND COMPOUNDS 622, no. 622 (2014): 548-556.

55) Elham Kamali, Abolghasem Ataei, Mahmoud Heydarzadeh Sohi, and Richard Keim. "NiFe2O4/graphene nanocomposites with tunable
magnetic properties." JOURNAL OF MAGNETISM AND MAGNETIC MATERIALS 379, no. 379 (2014): 95-101.

56) Mohammad Mahdi Molaie, Abolghasem Ataei, Shahram Raygan, and . "Role of intensive milling in the processing of barium
ferrite/magnetite/iron hybrid magnetic nano-composites via partial reduction of barium ferrite." MATERIALS CHARACTERIZATION 101,
no. 101 (2015): 78–82.

57) Pouya Amrollahi, Abolghasem Ataei, Amin Nozari, Ehsan Seyedjafari Oliaeenejad, and Shafiee Abbas. "Cytotoxicity evaluation and
magnetic characteristics of mechanothermally synthesized CuNi nanoparticles for hyperthermia." JOURNAL OF MATERIALS
ENGINEERING AND PERFORMANCE 24, no. 24 (2015): 1220-1225.

58) Amin Hodaei, Abolghasem Ataei, and Ebrahim Mostafavi. "Intermediate milling energy optimization to enhance the characteristics of
barium hexaferrite magnetic nanoparticles." JOURNAL OF ALLOYS AND COMPOUNDS 640, no. 640 (2015): 162-168.

59) , Abbas Hanabakhsh, Abolghasem Ataei, and Omid Mirzaee. "Characterization of mesoporous nanostructured cobalt ferrite foams
fabricated by microwave and conventional sintering routes." JOURNAL OF POROUS MATERIALS 22, no. 22 (2015): 603-611.

60) Sm. Salili, Abolghasem Ataei, Mohammad Barati, and Zoya Sadighi. "Characterization of Mechano-thermally Synthesized Curie
Temperature-adjusted La0.8Sr0.2MnO3 Nanoparticles Coated with (3-aminopropyl)Triethoxysilane." MATERIALS CHARACTERIZATION
106, no. 106 (2015): 78-95.

61) Ebrahim Mostafavi, Abolghasem Ataei, Mostafa Ahmadzade, Meghdad Palizdar, T. P. Comyn, and A. J. Bell. "Synthesis of
nano-structured Bi1-xBaxFeO3 ceramics with enhanced magnetic and electrical properties." MATERIALS CHEMISTRY AND PHYSICS 162,
no. 162 (2015): 106-112.

62) , , Abolghasem Ataei, and Omid Mirzaee. "Characterization of cobalt ferrite foam fabricated from sol-gel derived nanoparticles."
Journal of Superconductivity and Novel Magnetism 28, no. 9 (2015): 2831-2838.

63) Ebrahim Mostafavi, and Abolghasem Ataei. "Destructive interactions between pore forming agents and matrix phase during the 
fabrication process of porous BiFeO3 ceramics." JOURNAL OF MATERIALS SCIENCE & TECHNOLOGY 31, no. 31 (2015): 795-805.

64) Ebrahim Mostafavi, and Abolghasem Ataei. "Fabrication and characterization of nanostructured Ba-doped BiFeO3 porous ceramics."
MATERIALS SCIENCE-POLAND 34, no. 1 (2016): 148-156.

65) Sedighe Rashidi, and Abolghasem Ataei. "Structural and magnetic characteristics of PVA/CoFe2O4 nano-composites prepared via
mechanical alloying method." MATERIALS RESEARCH BULLETIN 80, no. 80 (2016): 321-328.

66) Shaghayegh Gharegozloo, Abolghasem Ataei, Hossein Abdizadeh, Ebrahim Mostafavi, Mohammad Javad Parnian, and Abbasali
Khodadadi. "High performance Ni–CNTs catalyst: synthesis and characterization." RSC Advances 6, no. 6 (2016): 47072–47082.

67) Saeed Karimi, and Abolghasem Ataei. "Characterization of mechanothermally processed nanostructured ZnO." International Journal
of Minerals Metallurgy and Materials 23, no. 5 (2016): 588-594.

68) Zohre Nemati, , J.. Alonso, Abolghasem Ataei, R.. Das, M.h. Phan, and H.. Srikanth. "Superparamagnetic iron oxide nanodiscs for
hyperthermia therapy: Does size matter?." JOURNAL OF ALLOYS AND COMPOUNDS 714, no. 714 (2017): 709-714.

69) Abolghasem Ataei, Javad Mostaghimi, Larry Pershin, and Penguan Xu.. "Fabrication of nanostructured cobalt ferrite coatings using 
suspension plasma spraying (SPS) technique." SURFACE & COATINGS TECHNOLOGY 328, no. 328 (2017): 451-461.

70) Elham Kamali Heydari, Z.l Xu., Mahmoud Heydarzadeh Sohi, Abolghasem Ataei, and Jang-kyo Kim. "Core-shell structured Ni3S2
nanorods grown on interconnected Ni-graphene foam for symmetric supercapacitors." ELECTROCHIMICA ACTA 271, no. 271 (2018):
507-518.

71) Elham Hosseini, Fereshteh Rashchi, and Abolghasem Ataei. "Ti leaching from activated ilmenite–Fe mixture at different milling
energy levels." International Journal of Minerals Metallurgy and Materials 25, no. 11 (2018): 1263-1274.

72) ابوالقاسم عطائى. "تأثير اتمسفر هيدروترمانل بر خواص هيدروفريت باريم." تأثير اتمسفر هيدروترمال بر خواص هيدروفريت باريم -، 30 (1111): -.

73) ابوالقاسم عطائى. "اثر شرايط هيدروترمال بر خواص مغناطيسى پودر فريت استرانسيم." علم و مواد -، 30 (1111): -.

74) ابوالقاسم عطائى. "عمليات حرارتى پودر فريت استرانسيم روش جديد براى تغيير خواص مغناطيسى." علم و مواد -، 30 (1111): -.

75) ابوالقاسم عطائى. "رفتار HDPR آلياژ هاى مغناطيسى Nd - Fe - B حاوى Nb." علم و مواد -، 237 (1111): -.



۵

مقالات چاپ شده در نشريات داخلى

1) Samira Saeed Akbari , Saeid Heshmati Manesh, Abolghasem Ataei, and Rasoul Azari Khosroushahi . "AN INVESTIGATION ON
THERMAL BEHAVIOR OF SHAHREZA DOLOMITE ORE." Irananin Journal of Crystallography and Mineralogy 13, no. 2 (2006): 407-416.

2) Mahsa Barzegar, Abolghasem Ataei, Shahram Raygan, and . "Role of intensive milling on microstructural and physical properties of
Cu80Fe20/10CNT." Journal of Ultrafine Grained and Nanostructured Materials 47, no. 1476 (2014): 37-42.

3) Soheila Kharratian Khameneh, Mahmoud Heydarzadeh Sohi, and Abolghasem Ataei. "Surfactant-Assisted Electrodeposition of
CoFe-Barium Hexaferrite Nanocomposite Thin Films." Journal of Ultrafine Grained and Nanostructured Materials 47, no. 1 (2014): 51-56.

4) Mahsa Barzegar, and Abolghasem Ataei. "Characterization of metastable Cu-Fe nano-particles prepared by mechanical alloying
route." Journal of Ultrafine Grained and Nanostructured Materials 47, no. 2 (2015): 57-61.

5) Elham Kamali, Abolghasem Ataei, Mahmoud Heydarzadeh Sohi, and Jang-kyo Kim. "Effect of processing parameters on the
electrochemical performance of graphene/ nickel ferrite (G-NF)." Journal of Ultrafine Grained and Nanostructured Materials 48, no. 1
(2015): 27-35.

6) Sedighe Rashidi, and Abolghasem Ataei. "A comparison study of polymer/cobalt ferrite nano-composites synthesized by mechanical
alloying route." Journal of Ultrafine Grained and Nanostructured Materials 48, no. 2 (2016): 59-67.

7) ابوالقاسم عطائى، احمدعلى آماده، محمد حسين پايدار و مسعود امامى . "استحصال اکسيد تيتانيوم از کنسانتره ايلمنيت معدن تيتانيوم کهنوج."
معادن و فلزات 14، 66 (1378): 30-25.

".M 8) ابوالقاسم عطائى، على محمد هاديان و سعيد حشمتى منش. "تاثير نوع مولد لوليه بر ترکيب فازى و مورفولوژى پودر مغناطيسى فريت نوع
دانشکده فنى دانشگاه تهران 33، 2 (1378): 75-65.

".M 9) ابوالقاسم عطائى، على محمد هاديان و سعيد حشمتى منش. "تأثير نوع مواد اوليه بر ترکيب فازى و مورفولوژى پودر مغناطيسى فريت نوع
دانشکده فنى دانشگاه تهران 33، 2 (1378): -.

10) عبدالوحيد فتى ، سعيد حشمتى منش و ابوالقاسم عطائى. "صنعت فروالياژ سازى در ايران و روند رشد و توسعه آن." نشريه مهندسى متالورژى
.8-1 :(1379) 7 ،3

11) احمدعلى آماده، ابوالقاسم عطائى و حسين حاجى زاده امينى . "بررسى وضعيت توليد روى در ايران." نشريه مهندسى متالورژى -، 6 (1379):
.31-28

12) عبدالوحيد فتى ، احمدعلى آماده و ابوالقاسم عطائى. "نگاهى به صنعت توليد آلومينيم در ايران." نشريه مهندسى متالورژى -، 8 (1379): 50-46.

13) احمدعلى آماده، محمدحسين پايدار ، ابوالقاسم عطائى، مسعود امامى و رامزر وقار. "پرعيار سازى کنسا نتره تيتانيم معدن کهنوج به روش
سرباره سازى." دانشکده فنى دانشگاه تهران 34، 3 (1379): 43-35.

14) خانعلى نکوئى ، سعيد حشمتى منش و ابوالقاسم عطائى. "بررسى آثار فرآيند گرمايشى گرما مغناطيسى بر ريزساختار و سرشتهاى
مغناطيسى آلياژ Alnico 5DG." مجله بلورشناسى و کانى شناسى ايران 12، 1 (1383): 104-93.

15) خانعلى نکوئى ، سعيد حشمتى منش و ابوالقاسم عطائى. "بررسى آثار فرآيند گرمايشى گرمامغناطيسى بر ريز ساختار وسرشتهاى
مغناطيسى آلياژآلنيکوى8." مجله بلورشناسى و کانى شناسى ايران 12، 1 (1383): -.

16) امين مالى و ابوالقاسم عطائى. "اثر عامل تنظيم کننده بر ترکيب فازى پودرهاى هگزافريت تهيه شده به روش سل-ژل احتراقى." دانشکده فنى
دانشگاه تهران 38، 4 (1383): 571-563.

17) ابوالقاسم عطائى و امين مالى . "مکانيزم تشکيل بلورهاى در حد نانومتر هگزافريت باريم در روش سل - ژل احتراقى." مجله بين المللى علوم
مهندسى 16، 2 (1384): 111-1.

18) روزبه نيک خواه مشائى ، سيدعلى سيدابراهيمى و ابوالقاسم عطائى. "سنتز پودر مغناطيسى BaFe12O19 به روش SHS با نسبت مولى 9
Fe/Ba= و بررسى تاثير مقدار آهن بر ترکيب فازى محصول." دانشکده فنى دانشگاه تهران 40، 7 (1385): 991-997.

19) ابوالقاسم عطائى، محمد مهدى مولايى و شهرام رايگان. "بررسى اثر نوع ماده احياء کننده کربنى در احياء جزئى هگزافريت باريم و توليد
نانوکامپوزيت¬هاى مغناطيسى." علم و مهندسى سراميک 2، 2 (1391): 40-29.

20) امين ربيعى زاده، ابوالقاسم عطائى و على محمد هاديان. "تاثير روش توليد نانوکامپوزيت آلومينا/دى بورايد تيتانيم بر رفتار تف جوشى و خواص
قطعه توليد شده." مواد نوين 3، 3 (1392): 58-45.

21) پريسا بخشايى، ابوالقاسم عطائى و حسين عبدى زاده. "بررسى خواص مغناطيسى و الکتريکى نانوکامپوزيت Cu30-Ni70/CNT توليد شده به
روش آلياژسازى مکانيکى." فصلنامه مواد و فناوريهاى پيشرفته 3، 1 (1393): 36-29.

همايشهاى بينالمللى



۶

1) Abolghasem Ataei. "Producing of ultra -fine particges of strintiur - hexaferite by con precipication method in the prosence of an
organic bay." 6th Intenational Conference on Processing and Fabr, Singapore.

2) Abolghasem Ataei. "Hagnetic properties strontiym hexaferrite as function of co-precipitation conditions." 4th. International
Conference of Advances in Maateria processing and Technolog AMPT4, Pulau Pinang.

3) Abolghasem Ataei, and Seyed Farshid Kashani Bozorg. "Plastic flow and dynamic recrystallization of gamma titanium aluminide alloys
during hot deformation." PFAM VIII, Singapour.

4) Abolghasem Ataei, , , and . "Influence of heating rate on characteristics of sintered BaFe12O19." ICRAMME 05, Kualalampore.

5) Abolghasem Ataei, and . "Phase composition and magnetic properties of nano-size strontium hexaferrite particles produced by
co-precipitation route." AMEC-4, Hangzhou.

6) , Seyed Ali Seyed Ebrahimi, and Abolghasem Ataei. "Preparation of BaFe12O19 magnetic powder by self-propagating high
temperature synthesis (SHS) and subsequent annealing using iron, iron oxide and barium nitrate precursors." ICMAT 2005, Singapore.

7) , Saeid Heshmati Manesh, and Abolghasem Ataei. "Optimizing the parameters in acid leaching of chromite." ICOMAST 2006, Malacca.

8) Abolghasem Ataei, and . "Effect of intermediate milling on the characteristics of nano-size particles of barium hexaferrite produced by
sol-gel combustion method." ICOMAST 2006, Malacca.

9) , Saeid Heshmati Manesh, and Abolghasem Ataei. "High Energy Ball Milling of Titanium and Aluminium Powder Mixture for
Preparation of Activated Nano Sized TiAl Intermetallic Alloys Precursor." International Conference on Manufacturing Science and
Technology, Malacca.

10) Abolghasem Ataei, , Saeid Heshmati Manesh, and . "Effect of intermediate milling on vacuum silicothermic reduction of calcined
dolomite." IMMC2006, Istanbul.

11) Abolghasem Ataei, , Saeid Heshmati Manesh, and . "Mechano-chemical synthesis of nano crystalline copper by high energy ball
milling." IMMC2006, Istanbul.

12) Abolghasem Ataei, , and Seyed Ali Seyed Ebrahimi. "Nanocrystalline barium hexaferrite powders prepared by mechanical alloying
using acetate precursor." CICC5, Changsha.

13) Abolghasem Ataei, , and Seyed Farshid Kashani Bozorg. "The effects of different milling processes on the phase evolution of
nanocrystalline barium hexaferrite." ICAMN2007,.

14) Saeid Heshmati Manesh, Abolghasem Ataei, and . "Effect of mechanical activation on the processing of nano-structured mullite via
sol-gel method." International Conference on Ultrafine Grained and Nanostructured Materials, Tehran.

15) Abolghasem Ataei, , and . "Synthesis of nano size barium hexaferrite particles by conventional mixed oxide ceramic route."
International Conference on Ultrafine Grained and Nanostructured Materials, Tehran.

16) Abolghasem Ataei, and . "Synthesis of BaO.6Fe2O3 Nano-particles via Co-precipitation Method using Diethylene glycol."
International Conference on Ultrafine Grained and Nanostructured Materials, Tehran.

17) Abolghasem Ataei, , and . "Effect of process control agents on the synthesis of nano-size particles of BaFe12O19." International
Conference on Ultrafine Grained and Nanostructured Materials, Tehran.

18) Abolghasem Ataei, , and Saeid Heshmati Manesh. "Formation Mechanism and Characterization of Nanocrystalline Cu Synthesized by
Mechano-Chemical Method." International Conference on Ultrafine Grained and Nanostructured Materials, Tehran.

19) , Saeid Heshmati Manesh, and Abolghasem Ataei. "Effect of mechanical activation on processing of nano-structured mullite via
sol-gel method." International Conference on Ultrafine Grained and Nanostructured Materials, Tehran.

20) , Abolghasem Ataei, and Seyed Ali Seyed Ebrahimi. "Effect of processing on the characteristics of nano-structured BaFe12O19
produced by mechanical alloying method." International Conference on Ultrafine Grained and Nanostructured Materials, Tehran.

21) Abolghasem Ataei, , and Seyed Ali Seyed Ebrahimi. "Effects of processing conditions on the characteristics of nano-structured
BaFe12O19 produced by mechanical alloying method." International Conference on Ultrafine Grained and Nanostructured Materials,
Tehran.

22) Abolghasem Ataei, and . "Structural evolution in the processing of Fe/ BaFe12O19 nano composite via mechanical alloying." 
Smartmat & IWOFM-2, Chiang Mai.



۷

23) Mohammad Hassan Panjeshahi, Abolghasem Ataei, and . "Application of Exergy Analysis in Performance Evaluation of Cooling
Tower." GCGW-08 The Global Conference on Global Warming, Istanbul.

24) Mohammad Hassan Panjeshahi, Abolghasem Ataei, , and . "Optimum Design of Re-circulating Cooling Water System by
Regeneration Concept and PinchTechnology." PRES 2008 11th Conference on Process Integration Modeling and Optimization for
EnergySaving and Pollution Reduction, Prague.

25) , Abolghasem Ataei, and Shahram Raygan. "production of magnetic nanocomposite by partial reduction of barium hexafeerite via
mechanical ball milling." asia-pasific magnetic recording conference digest of APMRC 2009, Singapore.

26) , Abolghasem Ataei, and Saeid Heshmati Manesh. "Effect of mechanical activation on preparation of Cu-Cr-Al2O3 in situ
nanocomposite." ICNM-2009,.

27) Saeid Heshmati Manesh, , Abolghasem Ataei, and Ali Reza Badiei. "Effect of isobutyl and Al-isobutyl alcohols as process control
agents in the mechanical alloying of a mixture of TiO2-Al powders to prepare nono crystalline TiAl/Al2O3 composite." ICNM-2009,.

28) Abolghasem Ataei, and . "Chemical synthesis, microstructure and magnetic properties of cobalt nano-particles." 2nd IC4N2009,
Rhode Island.

29) Abolghasem Ataei, and . "Effect of diethylen glycol on the morphology and crystallinity of BaCO3 nanoparticles synthesized by
chemical method." 2nd IC4N2009, Rhode Island.

30) Abolghasem Ataei, , and Shahram Raygan. "Synthesis of magnetic nano-composite by partial reduction of barium hexaferrite and
subsequent heat treatment." 2nd IC4N2009, Rhode Island.

31) Seyyed Mohammad Molayi, Abolghasem Ataei, and Shahram Raygan. "Synthesis of magnetic nano-composite by partial reduction of
barium hexaferrite via high energy ball milling." The sixth China International Conference on High Performance Ceramics,.

32) Abolghasem Ataei, , Saeid Heshmati Manesh, and . "Consolidation behavior of nano-crystalline copper synthesized by
mechano-chemical route." 2nd IC4N2009, Rhode Island.

33) Abolghasem Ataei, and . "Influence of Intensive Milling on Synthesis of Barium Ferrite Nano Particles." Nanotech 2009, Kuala
Lumpur.

34) , Saeid Heshmati Manesh, Abolghasem Ataei, and . "Property changes during consolidation of nano-crystalline copper." Nanotech
2009, Kuala Lumpur.

35) , Saeid Heshmati Manesh, Abolghasem Ataei, and Ali Reza Badiei. "Mechanical alloying TiO2-Al powder mixture in presence of
organic PCAs to prepare TiAl-Al2O3 nano-composite." Nanotech 2009, Kuala Lumpur.

36) Abolghasem Ataei, and . "Nano crystalline La substituted barium hexaferrite synthesized by co-precipitation method." AMPT 2009,
Kuala Lumpur.

37) Abolghasem Ataei, and . "Influence of Solution pH on Crystallization Behavior of Co-B Amorphous Nano-Particles." Nanotech 2009,
Kuala Lumpur.

38) , Saeid Heshmati Manesh, Abolghasem Ataei, and Ali Reza Badiei. "Effect of AlCl3 addition in processing of TiAl-Al2O3
nano-composite via mechanical alloying." AMPT 2009, Kuala Lumpur.

39) , Saeid Heshmati Manesh, and Abolghasem Ataei. "synthesis of nano-crystalline Cu-Cr alloy by mechanical alloying." UFGNSM09,
Tehran.

40) Abolghasem Ataei, , and Fereshteh Rashchi. "Synthesis of magnetite nano-particles by reverse co-precipitation." International
Conference on Ultra-fine Grained Nano-particles Structured, Tehran.

41) Abolghasem Ataei, , and . "Fabrication of BaCO3 nano-rods in water/poly vinyl alcohol mixed solvents." UFGNSM09, Tehran.

42) Seyyed Mohammad Molayi, Abolghasem Ataei, and Shahram Raygan. "synthesis of barium hexaferrite/iron oxides magnetic
nano-composites via high energy ball milling and subsequent heat treatment." 2nd international conference on ultrafine grained and
nanostructured materials, Tehran.

43) , Saeid Heshmati Manesh, and Abolghasem Ataei. "REACTIVE BEHAVIOR OF NiO-TiO2-C POWDER MIXTURE DURING MECHANICAL
ALLOYING AND FURTHER HEAT TREATMENT TO SYNTHESIZE NANO-CRYSTALLINE NiTi." UFGNSM09, Tehran.

44) Seyyed Mohammad Molayi, Abolghasem Ataei, and Shahram Raygan. "Synthesis of Barium Hexaferrite/Iron Oxides Magnetic
nano-composites via high energy ball milling and subsequent heat treatment." UFGNSM09, Tehran.



۸

45) , Saeid Heshmati Manesh, and Abolghasem Ataei. "Microstructural and mechanical characterization of consolidated nano-and
micron-sized Cu powders." UFGNSM09, Tehran.

46) Abolghasem Ataei, , and Saeid Heshmati Manesh. "SOLID STATE REDUCTION OF MoO3 WITH CARBON VIA MECHANICAL
ALLOYING TO SYNTHESIZE NANO-CRYSTALINE MoO2." UFGNSM09, Tehran.

47) Abolghasem Ataei, and . "EFFECT OF AMMONIA SOLUTION ON COMPOSITION, STRUCTURE AND MAGNETIC PROPERTIES OF
CHEMICALLY PREPARED Co-B NANO-PARTICLES." UFGNSM09, Tehran.

48) Abolghasem Ataei, and . "Formation mechanism of BaFe12O19 nano-particles processed via wet chemical route using mixed
solvent." ICONSAT2010, Mumbai.

49) , Saeid Heshmati Manesh, and Abolghasem Ataei. "Effect of mechanicalactivation and subsquent hydrogen reduction of MoO3 on
synthesis of nano crystalline MO." ICONSAT2010, Mumbai.

50) Abolghasem Ataei. "Magnetic properties of Fe/BaO.6Fe2O3 nano-composite synthesized via mechanical alloying." 14TH EUROPEAN
CONFERENCE ON COMPOSITE MATERIALS, Budapest.

51) Abolghasem Ataei, , , and . "Synthesis of Cobalt Ferrite Nano-particles by Sol-gel Method." 6th Nanoscience and Nanotechnology
Conference, Izmir.

52) Abolghasem Ataei, and Saeid Heshmati Manesh. "Self propagating high temperature synthesis of nano structured Mg3B2O6 powder
using H3BO2 and B2O3." Nano 2010, Rome.

53) Abolghasem Ataei, , and Saeid Heshmati Manesh. "Effects of mechanical activation in the synthesis of titanium diboride
nano-particles via SHS route." Nano 2010, Rome.

54) , Abolghasem Ataei, Seed Reza Allah Karam, and Naser Tohidi. "Electrochemical Corrosion Behavior of Nanocrystalline Cobalt
Coatings Obtained by Pulse Electodeposition Process." Nanotechitaly 2010, Venice.

55) Abolghasem Ataei, and . "Influence of Sb2O3 addition on the processing of nano-crystalline barium hexaferrite via glass
crystallization route." ICAMNII-2010, Kuala.

56) Abolghasem Ataei, , and Saeid Heshmati Manesh. "Effects of mechanical activation on carbothermal synthesis of nano-crystalline
silicon carbide." ICAMNII-2010, Kuala.

57) Mahsa Barzegar Vishlaghi, Abolghasem Ataei, and Zoya Sadighi. "Characterization of metastable Cu-Fe nano-particles prepared by
mechanical alloying." UFGNSM2013, Tehran.

58) Mostafa Ahmadzade, Abolghasem Ataei, and Ebrahim Mostafavi. "Synthesis of nano-structured bismuth ferrite by mechano-thermal
route." UFGNSM2013, Tehran.

59) Shaghayegh Gharegozloo, Hossein Abdizadeh, and Abolghasem Ataei. "Characterization of Ni-CNTs nanocomposites produced by
mechanical alloying." UFGNSM2013, Tehran.

60) Abolghasem Ataei, and Homan Sabarou. "Manipulating the structure and morphology of Cobalt-Boron nano-particles through a
chemical approach." UFGNSM2013, Tehran.

61) Saeed Karimi, and Abolghasem Ataei. "Photo-catalytic activity of ZnO nano-particles produced via mechano-thermal route."
UFGNSM2013, Tehran.

62) Abolghasem Ataei, and Hossein Abdizadeh. "Investigation on phase evolution in mechanically alloyed nano-structured Fe-Si system."
UFGNSM2013, Tehran.

63) Issa Sobhani, Abolghasem Ataei, Mahdiye Ijavi, and Zoya Sadighi. "Synthesis of nickel/Ba-hexaferrite magnetic nano-composite via
mechanical alloying route." UFGNSM2013, Tehran.

64) Sedighe Rashidi, and Abolghasem Ataei. "One-step synthesis of CoFe2O4 nano-particles by mechanical alloying." UFGNSM2013,
Tehran.

65) Ebrahim Mostafavi, Abolghasem Ataei, and Mostafa Ahmadzade. "Characterization of nano-structured multiferroic bismuth ferrite
produced via solid state reaction route." UFGNSM2013, Tehran.

66) , , Abolghasem Ataei, Omid Mirzaee, and Hosain Bafti. "Fabrication of Nano Structure Ferrite Foam." UFGNSM2013, Tehran.

67) Soheila Kharratian Khameneh, Mahmoud Heydarzadeh Sohi, Abolghasem Ataei, and Saeed Mehrizi. "Fabrication of CoFe/BaFe12O19
magnetic nanocomposite thin films by electrodeposition." UFGNSM2013, Tehran.



۹

68) Akbari Moayyer Hamid, and Abolghasem Ataei. "Investigation on phase evolution in the processing of nano-crystalline cobalt ferrite
by solid-state reaction route." UFGNSM2013, Tehran.

69) Sedighe Rashidi, and Abolghasem Ataei. "Mechano-chemical synthesis of CoFe2O4 magnetic nanoparticles." Mechanochemistry:
from functional solids to single molecular, Montreal.

70) Maryam Masror, Saeed Sheibani, and Abolghasem Ataei. "Processing of carbon nanotube reinforced Cu-Cr nanocomposite powder 
by mechanical milling." 5th International Congress on Nanoscience & Nanotechnology (ICNN2014), Tehran.

71) Aida Mohammadi, Abolghasem Ataei, and Saeed Sheibani. "Effects of calcination temperature on characterization of barium ferrite 
nanopowder produced via wet chemical route." 5th International Congress on Nanoscience & Nanotechnology (ICNN2014), Tehran.

72) Elham Kamali, Jang-kyo Kim, Mahmoud Heydarzadeh Sohi, and Abolghasem Ataei. "Synthesis of three-dimensional nanostructured
electrode materials for high performance supercapacitors." UFGNSM2017, Kish.

73) Mohammad Poorhossein, Fatemehsadat Pishbin, and Abolghasem Ataei. "Synthesis of high-potential polymer-coated cobalt ferrite
magnetic nanoparticles for biomedical applications." The 8th International Biennial Conference on Ultrafine Grained and Nanostructured
Materials (UFGNSM2021), Tehran.

74) Abolghasem Ataei. "Joining of ceramics." International Confference on processing and Fabrication of Advanced Materials VIII,.

75) Abolghasem Ataei. "Synthesis of Bariun Hexaferrite by the co-precipitation Method." International Confference on processing and
Fabrication of Advanced Materials VIII,.

76) Abolghasem Ataei. "Hydrothermal synthesis of strontium hexaferrite : powder composition , morphology and magnetic properties."
The condensed matter and materials physicsconference,.

77) Abolghasem Ataei. "Magnetic properties of strontium hexaferrite as a function of co-precipitations." International Conference on
Advances in Materials processing and Technologies,.

78) Abolghasem Ataei. "In-Situ Composites Based on y-TiAlloys." International conference on Electro-ceramics VII,.

79) Abolghasem Ataei. "Producing of ultra-fine particles of strontium hexaferrite by co-precipitation method in the presence of and
organic base." International Confernce on processing and Fabrication of Advanced Materials VI,.

همايشهاى داخلى

1) روزبه نيکخواه، على سيدابراهيمى و ابوالقاسم عطائى. "تهيه پودر مغناطيسى هگزافريت باريم به روش سنتز دماى بالاى خود پيشرونده از پودر
آهنک اکسيدآهن و نيترات باريم." هشتمين کنگره سالانه انجمن مهندسين متالورژى ايران، اصفهان.

2) ابوالقاسم عطائى، روزبه نيکخواه دانشجو و محمد حسن نقوى دانشجو. "سنتز پودر هگزافريت باريم به روش SHS و سل-ژل احتراقى و بررسى
رفتار آنها در حين زينتر." نهمين کنگره سالانه انجمن مهندسين متالورژى ايران، شيراز.

3) ابوالقاسم عطائى، روزبه نيکخواه دانشجو و هدى گلپايگانى دانشجو. "بررسى مشخصات پودر BaFe12O19 حاصل از سنتز به روش SHS." نهمين
کنگره سالانه انجمن مهندسين متالورژى ايران، شيراز.

4) ابوالقاسم عطائى، سلماز جهانگير دانشجو، روزبه نيکخواه دانشجو و مرجان حسن زاده دانشجو. "سنتز SrFe12O19 به روش SHS و بررسى اثر
نسبت مولى Fe/Sr بر تر?يب فازى محصولات سنتز." نهمين ?نگره سالانه انجمن مهندسين متالورژى ايران، شيراز.

5) ابوالقاسم عطائى و سهيل مسلمى دانشجو. "بررسى تاثير افزايش La-Sn بر ساختار فازى نانوذرات هگزافريت باريم سنتز شده به روش هم
رسوبى." نهمين کنگره سالانه انجمن مهندسين متالورژى ايران، شيراز.

6) اميرحسين يقطين، پيمان طاهرى، سعيد حشمتى منش، ابوالقاسم عطائى و شهرام رايگان. "بررسى پارامترهاى موثر در ليچينگ گنسانتره
گرميت." نهمين گنگره سالانه انجمن مهندسى متالورژى ايران، شيراز.

7) ابوالقاسم عطائى، کاوه شيخى مقدم دانشجو، فرشيد کاشانى بزرگ و سعيد حشمتى منش. "بررسى تاثير دماى سنتز بر مشخصات نانو ذرات
مغناطيسى هگزافريت باريم تهيه شده بروش هم رسوبى." نهمين کنگره سالانه انجمن مهندسين متالورژى ايران، شيراز.

8) ابوالقاسم عطائى و محمدرضا گل وبستان فرد. "سنتز نانوذرات مغناطيسى هگزافريت باريم به روش کريستاليزه کردن فاز شيشه اى." هجدهمين
سمينار سالانه جامعه ريخته گران ايران، تهران.

9) ابوالقاسم عطائى، سعيد مشهدى، شهرام رايگان و جعفر سرقينى. "بررسى پارامترهاى موثر بر پرعيار سازى ?نسانتره تيتانومگنتيت به روش
سرباره سازى." دهمين کنگره سالانه انجمن مهندسين متالورژى ايران، مشهد.

10) ابوالقاسم عطائى، سعيد مشهدى، شهرام رايگان و جعفر سرقينى. "پرعيارسازى کنسانتره تيتانومگنتيت قره آغاج آذربايجان غربى به روش
سرباره سازى و بررسى تاثير پارامترهاى مهم بر فرآيند." دهمين کنفرانس سالانه انجمن مهندسى متالورژى ايران، مشهد.



۱۰

11) امير جبار نيا، سعيد حشمتى منش و ابوالقاسم عطائى. "سنتز پودرکامپوزيتى NiAl/Al2O3 به روش آلياژسازى مکانيکى." دهمين کنگره سالانه
انجمن مهندسين متالورژى ايران، مشهد.

12) ابوالقاسم عطائى، امير زمانى نژاد دانشجو و روزبه نيکخواه مشايى. "اثر سرعت گرمايش در فرآيند تف جوشى بر اندازه? چگالى و خواص
مغناطيسى هگزافريت باريم ناهمسانگرد." دهمين کنگره سالانه انجمن مهندسين متالورژى ايران، مشهد.

13) ابوالقاسم عطائى، سعيد شيبانى دانشجو، سعيد حشمتى منش و غلامرضا خياطى. "سنتز مکانيکى شيميايى نانوپودر مس از اکسيد مس
(CuO) و بررسى تاثير پارامترهاى فرآيند بر مشخصات محصولات." دهمين کنگره ى سالانه ى انجمن مهندسين متالورژى ايران، مشهد.

14) اميرحسين يقطين، سعيد حشمتى منش و ابوالقاسم عطائى. "تهيه کروم از الکتروليت حاوى يون هاى سه ظرفيتى کروم به روش الکتروليز."
دهمين کنگره ى سالانه ى انجمن مهندسين متالورژى ايران، مشهد.

15) سعيد حشمتى منش، امير جبار نيا و ابوالقاسم عطائى. "سنتز پودر کامپوزيتى NiAl/Al2O3 بروش آلياژسازى مکانيکى." دهمين کنگره ى سالانه
ى انجمن مهندسين متالورژى ايران، مشهد.

16) ابوالقاسم عطائى، سعيد حشمتى منش، سعيد شيبانى و غلامرضا خياطى. "بررسى تاثير پارامترهاى مهم بر فرآيند تهيه فروکروم کم کربن از
فروکروم پرکربن و کنسانتره کروميت به روش احياء تحت خلاء." دهمين کنگره ى سالانه ى انجمن مهندسين متالورژى ايران، مشهد.

17) ابوالقاسم عطائى، غلامرضا خياطى دانشجو، سعيد حشمتى منش و سعيد شيبانى. "بررسى تاثير پارامترهاى مهم بر فرآيند توليد منيزيم از
دولوميت کلسينه شده با روش احيا سيليکوترمى تحت خلاء." دهمين کنگره ى سالانه ى انجمن مهندسين متالورژى ايران، مشهد.

(Fe2O3α;) توسط آل&#1740;اژ ساز&#1740; م?ان&#1740;?&#1740;." دهمين کنگره سالانه انجمن مهندسين متالورژى ايران، مشهد.
18) ابوالقاسم عطائى و سيداحسان زجاجى دانشجو . "بررس&#1740; استحاله مگما&#1740;ت (&Fe2O3;947#) به همات&#1740;ت

19) ابوالقاسم عطائى و محمد رضا گل و بستان فرد دانشجو. "سنتز ذرات فوق ريز مغناطيس سرامى?ى هگزافريت باريم به روش ?ريستاليزه ?ردن فاز
شيشه اى." ششمين ?نگره سرامى? ايران، کرج.

20) ابوالقاسم عطائى و کاوه شيخى مقدم دانشجو. "بررسى اثر آسياى ?م انرژى ميانى بر مشخصات ذرات بسيار ريز مغناطيسى هگزافريت باريم
سنتز شده به روش هم رسوبى." اولين همايش مشتر? نوزدهمين سمينار علمى ريخته گرى ايران و يازدهمين ?نگره سالانه مهندسين مواد و

متالورژى ايران، اصفهان.

21) ابوالقاسم عطائى، غلامرضا خياطى دانشجو، سعيد حشمتى منش و سعيد شيبانى. "ارزيابى آمارى پارامترهاى موثر بر خلوص منيزيم توليد شده
به روش احياى سيلى?وترمى تحت خلا." اولين همايش مشتر? نوزدهمين سمينار علمى ريخته گرى ايران و يازدهمين ?نگره سالانه مهندسين مواد و

متالورژى ايران، اصفهان.

22) غلامرضا خياطى، ابوالقاسم عطائى، سعيد حشمتى منش و سعيد شيبانى. "ارزيابى آمارى پارامترهاى موثر بر خلوص منيزيم توليد شده به روش
احياى سيليکوترمى تحت خلا." The 11th Annual Congress of the Iranian Metallurgical Society، اصفهان.

23) ابوالقاسم عطائى، سعيد حشمتى منش، سعيد شيبانى و غلامرضا خياطى. "مقايسه ميزان تاثيرگذارى عوامل مختلف در توليد فروکروم کم کربن
به روش Simplex با استفاده از طراحى آزمايش ها." The 11th Annual Congress of the Iranian Metallurgical Society، اصفهان.

Society ".24) مرتضى معلمى نژاد، سعيد حشمتى منش و ابوالقاسم عطائى. "تاثير فعال سازى مکانيکى بر سنتز نانو ذرات مولايت به روش سل-ژل
The 11th Annual Congress of the Iranian Metallurgical، اصفهان.

25) ابوالقاسم عطائى و مهدى منتظرى پور. "تاثير محيط الکلى در روش هم رسوبى بر روى تشکيل نانوذرات فريت باريم." همايش ملى مواد نو، کرج.

26) على غفارى نظرى، سهيلا بزاز بنايى، ابوالقاسم عطائى و عباس هنر بخش ريوف. "خصوصيات حرارتى و ساختارى نانو پودر هگزافريت باريم سنتز
شده به روش همرسوبى." همايش ملى مواد نو، کرج.

27) ابوالقاسم عطائى و هما مستقيمى. "سنتز نانو ذرات Fe2O3 به روش سل-ژل و بررسى تاثير شرايط عمليات حرارتى بر آن." هفتمين کنفرانس
سراميک ايران، شيراز.

28) ابوالقاسم عطائى و محمدرضا گل وبستان فرد. "اثر افزودنيهاى Na2O و SiO2 بر سنتز نانو ذرات مغناطيسى هگزافريت باريم به روش شيشه
سراميک." هفتمين کنفرانس سراميک ايران، شيراز.

29) ابوالقاسم عطائى و مطهره عسگرى. "سنتز نانو ذرات باريم کربنات به روش هم رسوبى در دماى اتاق." هفتمين کنفرانس سراميک ايران، شيراز.

30) ابوالقاسم عطائى و مهدى منتظرى پور. "بررسى تاثير حلال مخلوط ايزوپروپانول/آب در روش هم رسوبى بر روى تشکيل نانوذرات هگزافريت باريم."
هفتمين کنفرانس سراميک ايران، شيراز.

31) ابوالقاسم عطائى، بهدخت فربد، سعيد حشمتى منش و امين نوذرى. "سنتز پودر نانوساختار Mg3B2O6 به روش CCS." چهارمين همايش
مشترک انجمن مهندسين متالورژى و انجمن علمى ريخته گرى ايران، تهران.

32) پريسا بخشايى، ابوالقاسم عطائى و حسين عبدى زاده. "تهيه نانو کامپوزيت Cu-Ni-CNT به روش آلياژ سازى مکانيکى." اولين همايش ملى و
کارگاه هاى تخصصى علوم و فناورى نانو، تهران.

33) ابوالقاسم عطائى. "خواص مکانيکى کامپوزيت نيتريد سيليسيم / ويسکر کاربيد سيليسيم." سومين کنگره سراميک،.



۱۱

34) ابوالقاسم عطائى. "تهيه پودر مغناطيسى فريت استرانسيم به روش هم رسوبى." سومين کنگره سراميک،.

35) ابوالقاسم عطائى. "ساخت پايه هاى آلومينائى کاتاليستهاى رفرمينگ." سومين کنگره سراميک،.

36) ابوالقاسم عطائى. "تأثير شرايط سنتز بر روى ترکيب فازى ومورفولوژى ذرات فريت باريم تهيه شده به روش هم رسوبى." سومين کنگره انجمن
مهندسين متالورژى ايران،.

37) ابوالقاسم عطائى، على نجفى و سعيد حشمتى منش. "تأثير کمک زينترهاى مختلف بر ريز ساختار و چگالى آهنرباهاى ناهمسانگرد هگزافريت
باريم." چهارمين کنگره سالانه انجمن،.

38) ابوالقاسم عطائى و سعيد حشمتى منش. "تأثير شرايط ريخته گرى بر ريز ساختار آلياژ مغناطيسى آلنيکو 5 با دانه هاى جهت دار." دومين کنگره
متالورژى فلزات غير آهنى ايران،.

39) ابوالقاسم عطائى، على نجفى و سعيد حشمتى منش. "تأثير افزودن مواد کمک زينتر بر ريز ساختار و چگالى هگزافريت باريم تهيه شده از مواد
اوليه داخلى." چهارمين کنگره انجمن مهندسين متالورژى ايران،.

فعاليتهاى اجرايى

1) سرپرست آزمايشگاه مواد مغناطيسى، 1391/04/12، 1395/04/12، ايران، تهران

2) عضو کميته تحصيلات تکميلى و پژوهشى، 1392/09/26، 1394/09/26، ايران، تهران

3) آزمايشگاه مواد مغناطيسى، 1396/03/06، 1398/03/06، ايران، تهران


